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Abstract: This paper proposes pre-beneficiation studies by air jigs of the coal layers from a Moatize
coal deposit. Pre-beneficiation, also called destoning, removes tailings before the beneficiation plant.
The air jigs operate in the same granulometric size range as the heavy-media cyclones (HMCs) that are
installed in the preparation plant. With the destoning, the heavy-media circuit operates with a lower
coal feed and higher organic matter contents, increasing its cutting efficiency and lowering operational
costs. The use of air jigs reduces the total water consumption in the plant, which is especially
important for the region where the plant is installed, as water is particularly scarce. Four coal layers
of the Moatize coal deposit were studied, which are currently exploited in the mine. As main results
of the study, it is possible to say that the concentration of lights (feed of the preparation plant) and
heavies (waste fraction) in air jigs can be carried out with reasonable efficiencies for all coal layers
studied, making air jigs a feasible option for coal destoning.

Keywords: air jig; destoning; waste separation; Moatize coal

1. Introduction

1.1. Coal Basin and Coal Mine

Steel is currently one of the main materials used in several industries worldwide. It is used in
civil construction, the automotive industry, machinery in general, etc. In 2018, the world crude steel
production was about 1870 million metric tons [1]. A large part of the steel produced worldwide
comes from pig iron produced by the reduction of iron ore in blast furnaces. The reduction of
iron ore, usually hematite (Fe2O3), is accomplished by the coke used in blast furnaces. In 2018,
about 640 million metric tons of coke [2] were produced for the metallurgical industry. Some coal
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that presents metallurgical properties can be used in blends to produce coke. Metallurgical coke is
a macroporous carbon material of high strength produced by the carbonization of coals of specific
rank or of coal blends at temperatures up to 1400 K. They are used to maintain the process of iron
production in the following main functions: (1) as a fuel, (2) as a chemical reducing agent, and (3) as
permeable support [3]. There are not many metallurgical coal deposits in the world that can be used in
coke production. One of these deposits is the Moatize deposit in Mozambique.

In Mozambique, the sedimentary basin, which created the coal deposits, was formed about
280 million years ago, during the so-called Karoo rifting, which affected the Eastern African Region.
The Karoo coal basin, described as the Zambezi Basin and the Moatize Basin, extends over a distance
of about 350 km and probably contains several billions of tons of coking coal reserves. This coal basin
was considered one of the last explored coking coal basins in the world [4–7].

Ten different coal seams have been observed in the Moatize Basin [8], but six of them are the most
important (Figure 1).
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Figure 1. Moatize basin [8].

The Moatize mine in Mozambique, Tete Province, is a metallurgical coal mine that has been
exploited by Vale S.A. since May 2011, when the mine was officially inaugurated. The estimated coal
production is more than 22 million tons per annum (Mtpa) in an open-pit mine. The total estimated
coal reserves are more than 2400 Mt [9]. Due to the high demand for coking coal all over the world,
coal production will increase sharply in the near future [9].

Chipanga is the coal seam exploited in the Moatize mine and presents around 30 m of
thickness. The Chipanga seam is divided into 4 different layers, namely Upper Chipanga Top
(UCT), Upper Chipanga Bottom (UCB), Middle-Low Chipanga Upper (MLCU), and LC456 (Low
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Chipanga LC), from the top to the bottom [9,10]. However, there are many small layers of shales and
siltstones interlayered among the coal seams, increasing the contamination in the mining procedure.
These materials greatly increase the waste that is mined and, consequently, they are crushed, sized,
and beneficiated in a preparation plant.

In the mine, the run-of-mine (ROM) coal is crushed at a 50 mm top size and is sized in three
fractions: 50 mm × 1 mm, coarse coal (yield 80%—heavy media circuit); 1 × 0.25 mm fine coal (yield
10%—beneficiated in spirals or reflux equipment); and −0.25 mm ultrafine coal (yield 10%—coal
flotation). The coarse coal is processed in two heavy media cyclones (HMCs) in series. The sink coal,
considered as final waste, presents more than 60% ash content and about 48% in mass of the ROM
coal. These tailings can be partially removed in a destoning plant. With the destoning, the heavy
media circuit operates with a lower coal feed and higher organic matter contents, increasing its cutting
efficiency and lowering operational costs.

All mined coal is prepared using wet processes (flotation, spirals, reflux, and heavy media
cyclones), which present high investment and operational costs. The use of heavy media concentration
is especially expensive due to several factors, such as the installation of a parallel circuit to magnetite
recovery, erosion produced by the magnetite particles, the associated higher operational costs, etc.
Another important point is the expansion of the mine production. In the near future, coal production
will increase significantly. If about 50% of the waste is removed before the material enters the
preparation plant, mining production can be doubled without any change in the preparation plant.

The water used for the preparation plant is collected from an important African river called the
Zambezi River. The river water is largely used for different purposes, especially for agriculture and
domestic uses. There is a lack of water in all regions close to the coal deposit and the rational use of the
Zambezi water is crucial for the region, the country, and the mine. If a dry process for destoning is
installed and 50% of the mined material’s mass is removed, water use will be reduced to half, or with
the same amount of water and preparation plant, double the amount of coal can be produced.

Regarding the coalification degree and taking into consideration the vitrinite reflectance mean
value, the UCT and MLCU layers of the Moatize coal can be classified as a high-volatile bituminous
coal (HVB-A), whereas the sublayers UCB and LC456 are of medium-volatile bituminous (MVB)
type (ASTM).

1.2. Coal Destoning

Destoning, also known as pre-concentration, consists of the rejection of the high-density gangue
from raw coal. It reduces the ash grade of the coal early in the beneficiation and avoids feeding the
plant with unnecessary material. Furthermore, ROM destoning allows the processing of different
mining blocks, potentially extending mine life by allowing the processing of smaller cut-off grades [11].
Due to their ability to handle coarse particles and high tonnages, gravity separation methods constitute
the major option for destoning stages. Many dense media baths, such as the Drewboy, the Norwalt,
and most of the drum separators, are extensively used for obtaining a pre-concentrate from raw coal [11].
However, despite their accuracy and precision, the high costs related to medium consumption, control of
the medium density, and maintenance of several pumping circuits make dense media separation
sometimes unattractive in comparison to cheaper methods, such as jigging.

Having a relatively high unity capacity and operational flexibility, jigging is a classical item used
in the concentration of relatively coarse coal. Coal pre-concentration by jigging is traditionally carried
out in hydraulic jigging devices, such as the Baum and Batac jigs [12]. However, with pressure to
reduce water usage, old dry beneficiation technologies have been reconsidered while new techniques
are starting to be developed.

In the last few years, dry concentration has played an important role in coal beneficiation, due to
the increase in its separation efficiency, as well as the non-use of water [13,14]. Dry concentration in
coal preparation has been used in the removal of clays and pyritic grains [13,14]. Dry concentration
technologies of coal include air jigging [15–18], air dense medium fluidized beds [19–22], and most
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recently sensor-based sorting techniques [11,23]. Although the last example shows as a very promising
option for pre-concentration stages, its application is still in the consolidation phase in the coal industry.
In parallel, air tables and air dense medium fluidized beds are more suitable for processing intermediate
or fine particle sizes and usually demand the preparation of a closely sized feed [24,25]. However,
among all technologies available for the dry cleaning of coal, air jigging is favored due to its high unity
capacity and ability to accept a large range in feed size [26,27]. Its application is suitable for pyrite
removal and destoning of ROM coal, especially when the fraction of near-gravity material (NGM) is
relatively low.

Jigging is an old concentration process used in mineral processing. It is based on the vertical
pulsation of a particle through the movement of a fluid. Repeated expansions (dilatation) and
contractions (compression) of the particle bed promote particle stratification. Air jigging was tested
to remove high-density fractions containing elevated pyritic sulfur concentration from a low-rank
coal [13], obtaining a reduction of sulfur content to 50% of the feed. The use of air jigging in destoning
has been also published in several other works [16–18,26,27].

This article proposes a study of pre-beneficiation by air jig of the coal layers of Moatize.
Pre-beneficiation, also called destoning, aims to remove part of the tailings and is installed before the
beneficiation plant. Air jigs operate in the same granulometric range as the heavy media cyclones
(HMCs) that are installed in the preparation plant. In this way, all the tailings removed by air jigs will
not be treated by the HMCs, which have much higher operational costs. Thus, HMCs can work in a
less overloaded manner, increasing their cutting efficiency and lowering operational costs.

2. Materials and Methods

2.1. Coal Samples

The samples used in this work were collected from the four coal layers that compose the Chipanga
coal seam, named as follows: Upper Chipanga Top (UCT), Upper Chipanga Bottom (UCB), Middle-Low
Chipanga Upper (MLCU), and LC456, here called Low Chipanga (LC). The samples were separately
dried, crushed at a top size of 50 mm, and sized in 50 mm × 1 mm (same size range of the Moatize
mine coarse coal circuit). The coarse particle samples were subsequently homogenized and riffled,
and a mass of approximately 52 kg per sample was prepared to perform air jigging tests.

2.2. Density Distribution Test

For the density separation in sink-float tests, mixtures of the following heavy liquids were
used: bromoform (CHBr3; density 2.89 g/cm3), perchloroethylene (C2Cl4; density 1.62 g/cm3), and
xylene (C8H10; density 0.87 g/cm3). The initial coal samples in the size range of 50 × 1 mm were
submitted to sink-float tests in the densities of 1.5, 1.6, 1.7, 1.8, 1.9, 2.0, and 2.2 g/cm3, according to
ASTM D4371-06. The coal samples were so separated in the following density ranges: δ < 1.5 g/cm3,
1.5 < δ < 1.6 g/cm3, 1.6 < δ < 1.7 g/cm3, 1.7 < δ < 1.8 g/cm3, 1.8 < δ < 1.9 g/cm3, 1.9 < δ < 2.0 g/cm3,
2.0 < δ < 2.2 g/cm3, and δ > 2.2 g/cm3. All jigging products were also submitted to sink-float separation
in the following density ranges: δ < 1.6 g/cm3 (here called lights), 1.6 < δ < 2.2 g/cm3 (here called
middlings), and δ > 2.2 g/cm3 (here called heavies).

2.3. Jigging Tests

The jigging tests were carried out in a batch pilot-scale air jig model AllAir® S-500 (AllMineral
Aufbereitungstechnik GmbH & Co. KG, Düsseldorf, Germany) (Figure 2). During its operation, the bed
pulsation caused by an upward pulsed airflow allows the segregation of particles of different densities
and sizes, resulting from the differential vertical motion of the grains in response to the combined
action of the gravity force (downward motion) and drag force (upward motion). The jigging chamber
is assembled with different rectangular sections of plexiglass (500 mm × 500 mm × 50 mm), called here
“Separation Sections” (Figure 2), fitted one over the other on a perforated plate (Ø = 1 mm) for the
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upward airflow passage. The set of Separation Sections made possible the extraction of the particle
beds layer by layer. The jig has a control panel in which it is possible to adjust the inlet air rate as a
function of the percentage of the blower power (15 kW, airflow up to 73 m3/min), ranging from 0%
to 100%. The pulsation frequency can be set from 0 to 300 cycles per minute (CPM) by changing the
rotation of the pneumatic flutter valve that controls the air inlet into the jig container. Four jigging tests
were carried out, one for each of the four coal layers that compose the Chipanga coal seam (UCT, UCB,
MLCU, and LC). Intake air rate, pulsation frequency, and jigging time were fixed at 80% (approximately
60 m3/min, estimated from the fan curve), 160 CPM, and 120 s, respectively. These operating conditions
were chosen based on previous studies with the same jig device [28].
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Figure 2. Air Jig AllMineral AllAir® S-500. The AllMineral Air Jig is composed of the following
components: (1) blower; (2) control panel; (3) flutter valve; (4) jig container; (5) dust collection hopper.

The coal amount used for each jigging test was about 52 kg, providing enough volume to fill the
three Separation Sections (Figure 2). After jigging, each of the 3 Separation Sections was removed
individually as follows: Separation Section 1 (S1), in the top stratum, containing mainly the light coal
particles; Separation Section 2 (S2), in the middle stratum containing mainly coals of intermediate
densities; and Separation Section 3 (S3), in the bottom stratum containing mainly the denser coal
particles (Figure 2). Each fraction was individually riffled to produce a representative sample of 3 kg,
which was subsequently submitted to sink-float tests.

3. Results and Discussion

3.1. Size Distribution

Table 1 presents the size distribution of the four coal layers (UCT, UCB, MLCU, and LC) of the
Moatize coal seam. Three coal layers, i.e., UCT, UCB, and MLCU, presented masses of around 80% in
the size fraction of 50 mm × 1 mm (jigging feed), whereas the LC coal layer presented a mass of about
70%. If a coal destoning is installed, about 80% of the ROM coal will be prepared in this installation.
This year, namely 2020, a production of 30 million tons of ROM coal is expected. This represents about
12 million tons of wastes that can be separated in a future destoning plant.
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Table 1. Size distribution in mass (wt%) of the coal layers (UCT, UCB, MLCU, and LC).

Size Range

Coal Seam 50 mm × 1 mm <1 mm Total

UCT 79.12 20.88 100
UCB 79.11 20.89 100

MLCU 81.74 18.26 100
LC 68.74 31.26 100

3.2. Density Distribution

Figure 3 presents the washability curves (Henry–Reinhardt Curves) of the four coal layers of the
Moatize coal seam. It is important to emphasize that typical Henry–Reinhardt curves present only three
curves (density curve, float curve, and sink curve). The near-gravity material (NGM) curve is derived
from the density curve. It represents the percentage (wt%) of the coal that lies within ±0.1 g/cm3 at any
cut density and indicates the ease of separation by density at a given cut density (the higher the NGM
value, the more difficult is the separation by density).
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Figure 3. Washability curves (Henry–Reinhardt curves) of the Moatize coal layers (UCT, UCB, MLCU,
and LC).

To illustrate the usage of the curves, the following example can be seen in Figure 3 for the UCT
coal layer (blue in the figure). The cumulative coal density of the coal particles is expressed by the
density curve. It is observed that 34% of the coal particles have a density lower than 1.75 g/cm3

and, consequently, 66% have a density over 1.75 g/cm3. The float curve presents the cumulative float
ash content. Thus, the coal with a density lower than 1.75 g/cm3 (34% in mass) presents 23% ash
content (float curve). In contrast, the sink curve presents the cumulative sink ash content; the coal
with a density higher than 1.75 g/cm3 (66% in mass) presents 70.5% ash content. The NGM curve
expresses the amount of mass with ±0.1 g/cm3 of the separation density (1.75 g/cm3). In this case,
by the separation at density 1.75 g/cm3, 13% of particles (in mass) are in the density range of 1.65 to
1.85 g/cm3. Such particles have almost similar probabilities to be directed either to the lighter or the
denser fraction, thereby contributing to the separation imperfection.

The Henry–Reinhardt curves are largely used for coal characterization, providing information
about the theoretical mass recoveries, ash content, and NGM at any cut density. It should be noted,
however, that the curves depend on the coal size range, which is intimately linked to the organic
matter liberation, and affect the coal density distribution. Figure 3 shows clearly the lowest coal mass
recovery (see the float curves) of the UCT coal layer in comparison to the other coal layers. For any cut
density, the UCT layer presents a lower amount of float material. It is also possible to see that the coal
layers present NGM around 15% for the UCT, UCB, and MLCU coal layers and around 10% for the
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LC coal layer in all cut densities over 1.6 g/cm3. Separations with NGM around 15% are considered
“Moderately Difficult” and 10% “Relatively Simple” [29].

An important characteristic presented by this coal is a large amount of dense material presented in
all coal layers (Figure 3). The UCB, MLCU, and LC coal layers present about 25/30%, and the UCT coal
layer about 40%, of material with a density over 2.2 g/cm3 (considered waste in this work). The ash
content of the coals in density higher than 2.2 g/cm3 is around 80%. Based on the washability curves,
it is theoretically possible to remove between 30% and 40% in mass of high-ash content material before
the feeding of the heavy media plant. Consequently, the amount of material to be processed in the
preparation plant would be considerably lower if it were constituted by pre-concentrated material (i.e.,
with lower ash contents). The installed coal preparation plant presents a density cut in the first HMC
of 1.5 g/cm3. All material with a density over 1.5 g/cm3 is considered waste. In a perfect cut, based on
the washability curves, there is at least 60% of waste (density over 1.5 g/cm3) for the LC coal layer and
at most 80% for the UCT coal layer. It should be emphasized that the recoveries of these masses in
the waste material do not take into consideration the cut imperfection of the equipment, but a large
amount of mass can be separated as waste in this coal.

3.3. Sulfur Distribution

Table 2 presents the total sulfur content of the coal layers of the Moatize coal seam. In general,
the coal layers present low total sulfur content, with contents under 1% in almost all density fractions.

Table 2. Total sulfur content (wt%) in different density ranges for the UCT, UCB, MLCU, and LC
coal layers.

Density (δ) Range
(g/cm3)

Sulfur Content (weight %)

UCT UCB MLCU LC

δ < 1.4 0.9 0.9 0.5 0.5
1.4 < δ < 1.5 1.0 0.8 0.6 0.6
1.5 < δ < 1.6 0.9 0.7 0.6 0.6
1.6 < δ < 1.7 0.7 0.6 0.5 0.5
1.7 < δ < 1.8 0.8 0.6 0.6 0.6
1.8 < δ < 1.9 0.5 0.6 0.4 0.4
1.9 < δ < 2.0 0.5 0.3 0.5 0.5
2.0 < δ < 2.2 0.9 0.3 1.1 1.1

∆ > 2.2 0.8 0.6 0.5 0.5

The total sulfur content presents higher values for lower and for higher density fractions.
The lowest contents are presented in middle densities. The higher total sulfur contents in lighter
density fractions are related to organic sulfur [10], which are linked to the organic matter. The larger
is the amount of organic matter in the density fraction (lower densities), whereas the higher is the
organic sulfur content. The total sulfur content presents also higher values for denser particles, due to
the pyrite grains presented in these density fractions [10]. In a future destoning plant, the product
feeding the HMC will present the same sulfur content or a little higher, since the total sulfur is related
to organic sulfur.

3.4. Stratification Profiles

Table 3 presents material masses in three density fractions (δ < 1.6 g/cm3, 1.6 < δ < 2.2 g/cm3,
and δ > 2.2 g/cm3) directed to the three Separation Sections (see Figure 2) after jigging, for the four coal
layers. Mass recoveries are presented and discussed below. To clarify the table, it is possible to observe
that Separation Section 1 of the MLCU layer presents 64.8% in mass of lights (δ < 1.6 g/cm3), 33.3% of
middlings (1.6 < δ < 2.2 g/cm3), and 1.9% of heavies (δ > 2.2 g/cm3).
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Table 3. Masses (wt%) in densities fraction (δ < 1.6 g/cm3, 1.6 < δ < 2.2 g/cm3, and δ > 2.2 g/cm3)
directed to the three Separation Sections after jigging, for the four coal layers.

Density Range

Totalδ < 1.6 g/cm3 1.6 < δ < 2.2 g/cm3 δ > 2.2 g/cm3

Mass (wt%) Mass (wt%) Mass (wt%)

Sep. Section 1 (S1) 18.4 69.1 12.5 100
Coal

Layer—UCT Sep. Section 2 (S2) 12.2 32.3 55.5 100

Sep. Section 3 (S3) 0.0 40.6 59.4 100

Sep. Section 1 (S1) 64.8 33.3 1.9 100
Coal

Layer—MLCU Sep. Section 2 (S2) 26.6 58.3 15.1 100

Sep. Section 3 (S3) 12.0 53.9 34.1 100

Sep. Section 1 (S1) 85.4 14.6 0.0 100
Coal

Layer—LC Sep. Section 2 (S2) 29.7 55.4 14.9 100

Sep. Section 3 (S3) 9.0 24.9 66.1 100

Sep. Section 1 (S1) 53.3 42.3 4.4 100
Coal

Layer—UCB Sep. Section 2 (S2) 22.3 66.5 11.2 100

Sep. Section 3 (S3) 7.8 43.2 49.0 100

In general, most of the lights (δ< 1.6 g/cm3) were concentrated in S1 (Separation Section 1, top layer,
see Figure 2), whereas the heavies (δ > 2.2 g/cm3) were preferentially concentrated in S3 (bottom layer).
On the contrary, the middlings (1.6 < δ < 2.2 g/cm3) lie relatively dispersed over the layers.

In a perfect jigging stratification, S1 should contain all lights (δ < 1.6 g/cm3) and S3 all heavies
(δ > 2.2 g/cm3). It is certain that both separation sections would be contaminated with middlings
(1.6 < δ < 2.2 g/cm3) due to the lights, and the heavies do not have enough mass to completely fill S1
and S3. Mass recoveries are presented and discussed below.

As mentioned, the washability curves (Figure 3) present the lowest NGM values for the LC coal
layer, indicating that this coal layer is the easiest to be concentrated. As can be seen from Table 3,
this coal layer presents the highest product purity—S1 presents 85.4% of lights (highest value) and
S3 presents 66.2% of heavies (highest value). As mentioned, air jigging presents lower efficiencies in
comparison with water jigs and especially heavy media processes, but in a destoning circuit, the main
purpose is the removal of waste material. In this case, the cut density should be high enough to avoid,
as much as possible, losses in the destoning pre-concentrate. This means the plant should ensure that
most of the light material to be recovered in the HMCs will be in the pre-concentrate and that most of
the wastes will be removed.

In general, it is possible to say that the concentration of lights in S1 and the concentration of
heavies in S3 occurred with reasonable efficiency for all coal layers. The low amount of lights (18.4%)
in Separation Section 1 of the UCT layer is more related to the low amount of lights in the jigging
feed (see Figure 3, the lowest amount of particles in density lower than 1.6 g/cm3) than to the jigging
efficiency. This statement is discussed below.

It is possible to see in Table 4 the density distribution in each Separation Section (see Figure 2) in
terms of mass recoveries of each density range for the four coal layers.
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Table 4. Mass recoveries in each density fraction (δ < 1.6 g/cm3, 1.6 < δ < 2.2 g/cm3, and δ > 2.2 g/cm3)
reported to the three Separation Sections after jigging, for the four coal layers.

Density Range
δ < 1.6 g/cm3 1.6 < δ < 2.2 g/cm3 δ > 2.2 g/cm3

Mass (wt%) Mass (wt%) Mass (wt%)

Coal Layer—UCT

Sep. Section 1 (S1) 60.1 48.5 9.8
Sep. Section 2 (S2) 39.9 22.8 43.6
Sep. Section 3 (S3) 0.0 28.7 46.6

Total 100 100 100

Coal
Layer—MLCU

Sep. Section 1 (S1) 62.7 22.9 3.7
Sep. Section 2 (S2) 25.7 40.0 29.6
Sep. Section 3 (S3) 11.6 37.1 66.7

Total 100 100 100

Coal Layer—LC

Sep. Section 1 (S1) 68.9 15.5 0.0
Sep. Section 2 (S2) 23.9 58.2 18.3
Sep. Section 3 (S3) 7.2 26.3 81.7

Total 100 100 100

Coal Layer—UCB

Sep. Section 1 (S1) 63.9 27.8 6.8
Sep. Section 2 (S2) 26.8 43.8 17.4
Sep. Section 3 (S3) 9.3 28.4 75.8

Total 100 100 100

It is possible to see in Table 4 that most of the lights were concentrated in S1, i.e., UCT 60.1%,
UCB 63.8%, MLCU 62.7%, and LC 68.9%, and that most of the heavies were directed to S3, i.e., UCT
46.6%, UCB 75.8%, MLCU 66.7%, and LC 81.7%.

It can be observed that the LC coal layer presents the highest mass recovery for the lights in S1
and the heavies in S3. The tendency confirms the results presented in Table 4.

The coal layer with the lowest coal mass recovery according to Table 4 is UCT. This coal layer
presented the lowest mass recovery of the lights and the heavies in S1 and S3, respectively.

In general, it can be assumed that it is possible to separate considerable masses of wastes in S3
without significant losses of coal (especially for the UCT layer), thus making coal destoning possible
using air jigs.

3.5. Destoning Considerations

Table 5 presents the mass balance of the washability curves, coal layers, and jigging tests. The two
columns under the washability curves in Table 5 express the masses of material with a density over
2.2 g/cm3 and their respective ash contents extracted from the washability curves (Figure 3). The results
also present the theoretical recoveries of the masses. The two columns of the “Coal Layers” express the
coal mass in each coal layer of the Moatize coal seam. The columns under “Jigging Tests” present the
wastes (heavies, δ > 2.2 g/cm3) in S3, the amount of wastes related to the washability curves (mass of
heavies in the washability curves plus the mass of heavies in S3), and the mass of wastes related to the
coal layers. For instance, UCT presents 38.10% in mass and 81.90% ash content of wastes (heavies,
δ > 2.2 g/cm3) in the washability curves; UCT represents 13.92% in mass of the Moatize coal seam;
and UCT, after jigging tests, presents 2.47% in mass of the wastes, which are in the original coal layer in
the Moatize coal seam. This means that 2.47% of the total coal layers (Moatize seam) can be removed as
waste in S3. In total, 18.23% in mass of the Moatize coal seam can be removed as waste in S3. The mass
balance indicates that up to 18.23% of the Moatize coal seam (i.e., including all the four layers) could
be removed as waste in a single destoning stage by using dry jigging. This mass balance is related to
the coarse particles’ (50 mm × 1 mm) mass and is represented in Figure 4.
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Table 5. Mass balance of the washability curves, coal layers, and of the jigging tests.

Coal Layer

Washability Curves Coal Layers Jigging Tests

Mat δ > 2.2 g/cm3 Ash Content Layer Thickness Mass in Seam Mat δ > 2.2 g/cm3 Mat δ > 2.2 g/cm3 Mat δ > 2.2 g/cm3

(wt%) (wt%) (m) (wt%) (wt%) Relat. Sink-Float Relat. Coal Layer

UCT 38.10 81.90 4.08 13.92 46.60 17.75 2.47
UCB 24.40 78.04 11.80 40.25 75.80 18.50 7.44

MLCU 24.75 79.59 10.44 35.61 66.70 16.51 5.88
LC 29.13 81.13 3.00 19.23 81.70 23.80 2.44

Total 29.32 100.00 18.23
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Figure 4 presents a flowsheet of the air jigging circuit and the approximate mass balance of the
coarse particles (50 mm × 1 mm), based on Tables 1 and 5.

Figure 4 summarizes the destoning mass balance of this work. It is possible to remove about 18%
in mass of all heavies (δ > 2.2 g/cm3) of the Moatize coal seam in the size range of 50 to 1 mm. It is
certain that the sink product of a continuous jigging process will present more than 18% in mass, due to
the presence of some middlings and lights. These materials are related to the jigging cut imperfection
based on the Tromp distribution. All tests carried out in this work used Separation Sections with
pre-defined size (50 mm high). The amount of lights and middlings in these sections depends on the
factors discussed above (Tables 3 and 4).

The pre-concentrated coal (δ < 2.2 g/cm3) with about 80% of the coarse particles (20% removed
in air jigs) goes to the coarse coal preparation plant, which produces low-density coals (coking and
thermal coals). This plant uses heavy media cyclones in coal production, with much higher operational
costs than air jigs. In this case, destoned coal feeds the preparation plant with 20% less material (heavy
particles discharged in air jigs). A higher number of coarse particles can feed the circuit since 20% is
removed before the preparation plant or a smaller plant can be used (part of the equipment can be
deactivated). A better cut efficiency is also expected in the heavy media, due to the lower density of
the coal. Another advantage is a lower deterioration of the plant since the denser particles with pyrite
grains are removed.

4. Conclusions

The main conclusions of the paper can be summarized as follows: sink-float results showed a
significant difference in the coal mass recovery profiles from distinct layers; the LC coal layer presents
about 10% NGM in the coal densities over 1.6 g/cm3; the coal layers present from 25% to 40% of the
material with density higher than 2.2 g/cm3 (waste fraction), ash contents around 80%, and total sulfur
contents lower than 1% in almost all density fractions; and in an industrial destoning jigging plant, it is
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expected that about 18% of all heavies (δ > 2.2 g/cm3) of the Moatize coal seam in the size range of 50
to 1 mm will be removed.
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